
Halogen-Free mPPE Cable Series







LTK Delivers
mPPE Cable Solutions to 
Various Applications

Thinner, Lighter and More Durable
mPPE Green Cables



UL Style 
UL Style 

FRPE mPPE-PE

Rated Temperature

(°C)

Rated Voltage

 (V)

PVC Halogen-Free 

1007
1015
1032
1061
1185
1430
1533
1569
1571
1617
1618
1672
1691
2464
2468
2547
2725
2791
2835
2960
20276
20379

80
105
90
80
80
105
80
105
80
105
80
105
80
80
80
80
80
80
60
60

60/80
80

300
600
1000
300
300
300
300
300
30
600
300
300
30
300
300
30
30
30
30
30
30
30

3385
3386
3275
10368
10800
3385
10800
3385
-

10938
10800
10937
-

21143
21311
21307
21099
21099
21304
21304
21100
21118

10982
11028
11029
10981
10983
11027
10983
11027
10983
11047
10984
11045
11006
-

21458
21457
21451
21451
21452
21474
21456
21455

105
105
105
105
80
105
80
105
80
105
80
105
80
80
80
80
80
80
60
60
80
80

300
600
1000
300
300
300
300
300
30
600
300
300
30
300
300
30
30
30
30
30
30
30

Rated Temperature

(°C)

Rated Voltage

 (V)

Commitment to a greener, healthier and more sustainable future

Lead and Lead compounds

Cadmium and Cadmium compounds

Mercury and Mercury compounds

Hexavalent Chromium compounds

Polybrominated biphenyls(PBBs)

Polybrominated diphenylethers(PBDEs)

0.1

0.01

0.1

0.1

0.1

0.1

0.01

0.001

0.001

0.001

0.05

0.05

Controlled

Upper Limit

(%)

Standard Limit of

RoHS (2011/65/EU)

(%)

RoHS Restricted Substance

HBCDD

DEHP

BBP

DBP

Not yet
Executed

<1000

<1000

<1000

<1000

Controlled

Upper Limit

(ppm)

RoHS Standard Limit
Priority Consider as

Restricted Substance by RoHS
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

30
28
26
24
22
20
18
16

7/0.10
7/0.127
7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254

0.30
0.38
0.48
0.61
0.76
0.94
1.18
1.49

0.41
0.41
0.41
0.41
0.41
0.41
0.41
0.41

1.12
1.20
1.30
1.43
1.58
1.76
2.00
2.31

381
239
150
94.2
59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 10982 AWG NO. 80˚C 300V VW-1 --- c        AWM I A 80˚C 300V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid tinned or bare copper conductor, 32-16 AWG, mPPE-PE insulation
 32-16 AWG 

30
28
26
24
22
20
18
16

7/0.10
7/0.127
7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254

0.30
0.38
0.48
0.61
0.76
0.94
1.18
1.49

0.26
0.26
0.26
0.26
0.26
0.26
0.41
0.41

0.82
0.90
1.00
1.12
1.28
1.46
2.00
2.31

381
239
150
94.2
59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 10981 AWG NO. 80˚C 300V VW-1 --- c        AWM I/II A 80˚C 300V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid bare or tinned copper conductor, 30-16 AWG, mPPE-PE insulation
 30-16 AWG 
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

30
28
26
24
22
20
18
16

7/0.10
7/0.127
7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254

0.30
0.38
0.48
0.61
0.76
0.94
1.18
1.49

0.42
0.42
0.42
0.42
0.42
0.42
0.42
0.42

1.74
1.82
1.92
2.04
2.20
2.38
2.62
2.93

381
239
150
94.2
59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Jacket 

0.30
0.30
0.30
0.30
0.30
0.30
0.30
0.30

0.90
0.98
1.08
1.20
1.36
1.54
1.78
2.09

Thickness
 (mm)

Diameter
 (mm)

Insulation 
- Rated temperature : 80°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 10984 AWG NO. 80˚C 300V VW-1 --- c        AWM I A 80˚C 300V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid tinned or bare copper conductor, 30-16 AWG, mPPE-PE insulation and jacket
 30-16 AWG 

22
20
18
16

17/0.16
26/0.16
41/0.16
26/0.254

0.76
0.94
1.18
1.49

0.64
0.65
0.68
0.72

2.85
3.10
3.40
3.80

59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Jacket 

0.41
0.43
0.43
0.44

1.58
1.80
2.04
2.36

Thickness Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 10983 AWG NO. 80˚C 300V VW-1 --- c        AWM I A 80˚C 300V FT1-F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid tinned or bare copper, PE insulation, Spiral shield, mPPE-PE jacket
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

26
24
22
20
18
16
14
12
10

7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254
41/0.254
65/0.254
66/0.32

0.48
0.61
0.76
0.94
1.16
1.49
1.87
2.36
3.00

0.40
0.40
0.40
0.40
0.40
0.80
0.80
0.79
0.78

1.28
1.40
1.56
1.74
1.96
3.08
3.46
3.94
4.56

150
94.2
59.4
36.7
23.2
14.6
8.96
5.64
3.55

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 1000V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 10987 AWG NO. 80˚C 1000V VW-1 --- c        AWM I A 80˚C 1000V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid tinned or bare copper conductor, 30AWG - 500kcmil, mPPE-PE insulation
 30AWG - 500kcmil 

30
28
26
24
22
20
18
16

7/0.10
7/0.127
7/0.16
7/0.20
17/0.16
26/0.16
41/0.16
26/0.254

0.30
0.38
0.48
0.60
0.76
0.94
1.18
1.49

0.56
0.57
0.57
0.56
0.55
0.56
0.56
0.58

2.25
2.35
2.45
2.55
2.70
2.90
3.20
3.50

381
239
150
94.2
59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Jacket 

0.42
0.42
0.42
0.42
0.42
0.42
0.43
0.43

1.14
1.22
1.32
1.44
1.60
1.78
2.05
2.35

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 600V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 10986 AWG NO. 80˚C 600V VW-1 --- c        AWM I A 80˚C 600V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid tinned or bare copper conductor, 30-4/0 AWG, mPPE-PE insulation,
Spiral or braid shield, mPPE-PE jacket

 30-4/0 AWG 
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

32
30
28
26
24
22
20
18
16
14
12
10

7/0.08
7/0.10
7/0.127
7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254
41/0.254
65/0.254
105/0.254

0.24
0.30
0.38
0.48
0.61
0.76
0.94
1.18
1.49
1.87
2.36
3.00

0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.41
0.42
0.42
0.60

0.76
0.82
0.90
1.00
1.12
1.28
1.46
1.70
2.30
2.70
3.20
4.20

597
381
239
150
94.2
59.4
36.7
23.2
14.6
8.96
5.64
3.55

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Insulation - Rated temperature : 105°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 11027 AWG NO. 105˚C 300V VW-1 --- c        AWM I A 105˚C 300V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid bare or tinned copper conductor, 40-10 AWG, mPPE insulation
 40-10 AWG 

32
30
28
26
24
22
20
18
16

7/0.08
7/0.10
7/0.127
7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254

0.24
0.30
0.38
0.48
0.61
0.76
0.94
1.18
1.49

0.22
0.22
0.22
0.22
0.22
0.22
0.31
0.31
0.31

0.68
0.74
0.82
0.92
1.05
1.20
1.56
1.80
2.11

578
380
239
150
94.2
59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Insulation - Rated temperature : 105°C

- Rated voltage : 30V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 11025 AWG NO. 105˚C 30V VW-1 --- c        AWM I A 105˚C 30V FT1-F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid bare or tinned copper conductor, 40-10 AWG, mPPE insulation
 40-10 AWG 
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

32
30
28
26
24
22
20
18
16
14
12
10

7/0.08
7/0.10
7/0.127
7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254
41/0.254
65/0.254
105/0.254

0.24
0.30
0.38
0.48
0.61
0.76
0.94
1.18
1.49
1.87
2.36
3.00

0.81
0.80
0.81
0.81
0.80
0.81
0.81
0.81
0.81
0.82
0.82
0.83

1.85
1.90
2.00
2.10
2.20
2.38
2.56
2.80
3.10
3.50
4.00
4.66

597
381
239
150
94.2
59.4
36.7
23.2
14.6
8.96
5.64
3.55

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Insulation - Rated temperature : 105°C

- Rated voltage : 1kV

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 11029 AWG NO. 105˚C 1000V VW-1 --- c       AWM I A 105˚C 1000V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid bare or tinned copper conductor, 40-10 AWG, mPPE insulation
 40-10 AWG 

32
30
28
26
24
22
20
18
16
14
12
10

7/0.08
7/0.10
7/0.127
7/0.16
11/0.16
17/0.16
26/0.16
41/0.16
26/0.254
41/0.254
65/0.254

105/0.254

0.24
0.30
0.38
0.48
0.61
0.76
0.94
1.18
1.49
1.87
2.36
3.00

0.41
0.41
0.41
0.41
0.41
0.41
0.41
0.41
0.41
0.42
0.42
0.60

1.05
1.12
1.20
1.30
1.43
1.58
1.76
2.00
2.30
2.70
3.20
4.20

597
381
239
150
94.2
59.4
36.7
23.2
14.6
8.96
5.64
3.55

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Insulation - Rated temperature : 105°C

- Rated voltage : 600V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 11028 AWG NO. 105˚C 600V VW-1 --- c        AWM I A 105˚C 600V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded or solid bare or tinned copper conductor, 40-10 AWG, mPPE insulation
 40-10 AWG 



6www.ltkcable.com

1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

30
28
26
24
22
20
18
16

7/0.10
7/0.127
7/0.16
7/0.20
17/0.16
26/0.16
41/0.16
26/0.254

0.30
0.38
0.48
0.60
0.76
0.94
1.18
1.49

0.29
0.30
0.30
0.29
0.31
0.30
0.30
0.30

1.40
1.50
1.60
1.70
1.90
2.15
2.40
2.75

381
239
150
94.2
59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26
0.26
0.26
0.31
0.31
0.33

0.82
0.90
1.00
1.12
1.28
1.55
1.80
2.15

Thickness
 (mm)

Diameter
 (mm)

Insulation 
- Rated temperature : 105°C

- Rated voltage : 600V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 11047 AWG NO. 105˚C 600V VW-1 --- c        AWM I A 105˚C 600V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, PE insulation, mPPE jacket

30
28
26
24
22
20
18
16

7/0.10
7/0.127
7/0.16
7/0.20
17/0.16
26/0.16
41/0.16
26/0.254

0.30
0.38
0.48
0.60
0.76
0.94
1.18
1.49

0.29
0.30
0.30
0.29
0.31
0.30
0.30
0.30

1.40
1.50
1.60
1.70
1.90
2.15
2.40
2.75

381
239
150
94.2
59.4
36.7
23.2
14.6

Conductor 

AWG No./mm
/

Diameter
 (mm)

Max. DC Resistance

at 20°C 

(ohm/km)
Thickness

 (mm)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26
0.26
0.26
0.31
0.31
0.33

0.82
0.90
1.00
1.12
1.28
1.55
1.80
2.15

Thickness
 (mm)

Diameter
 (mm)

Insulation 
- Rated temperature : 105°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 11045 AWG NO. 105˚C 300V VW-1 --- c        AWM I A 105˚C 300V FT1-F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, PE insulation, mPPE jacket
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

28
28
28
28
28
26
26
26
24

3
4
5
6
8
3
6
9
5

7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.16
7/0.16
7/0.16
7/0.20

3.60
4.10
4.30
4.60
5.00
3.90
5.10
5.80
5.20

239
239
239
239
239
150
150
150
94.2

Conductor 

AWGNo.of Cores No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.26

0.90
0.90
0.90
0.90
0.90
1.00
1.00
1.00
1.12

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 60°C

- Rated voltage : 30V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 21452 AWG NO. 60˚C 30V VW-1 --- c         AWM I A 60˚C 30V FT1 -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper or tinsel conductor, PE or PP insulation,
Aluminum mylar, braid shield, mPPE-PE jacket

28
28
28
26
28
24
28
22
28
20

4

4

4

4

4

7/0.127
7/0.127
7/0.127
7/0.16
7/0.127
7/0.20
7/0.127
7/0.254
7/0.127
26/0.16

4.20

4.80

4.90

5.10

5.10

239
239
239
150
239
94.2
239
59.4
239
36.7

Conductor 

AWGNo.of Cores No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)
Diameter

 (mm)

Jacket 

0.21
0.26
0.21
0.26
0.21
0.26
0.21
0.26
0.21
0.26

0.75
0.90
0.75
1.00
0.75
1.12
0.75
1.28
0.75
1.46

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 30V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 21451 80˚C 30V VW-1 --- c        AWM I A 80˚C 30V FT1 -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, PE insulation,
Aluminum mylar, braid shield, mPPE-PE jacket
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

32
30
30
28
30
30
30
28
28
28
22
26
26

4P
1P
4C
1C
4P
1P
5C
4P
1P
5C
4P
1P
5C

7/0.08
7/0.10
7/0.10
7/0.127
7/0.10
7/0.10
7/0.10
7/0.127
7/0.127
7/0.127
19/0.147
7/0.16
7/0.16

578
381
381
239
381
381
381
239
239
239
59.4
150
150

Conductor 

AWGConstruction 
(Cores/Pairs) 

No./mm
/

Max. DC 

Resistance

at 20°C 

(ohm/km)

Diameter
 (mm)

Jacket 

Al-Mylar
Braiding,
Al-Mylar

5.40

5.70

7.30

10.20

Inner Outer

Shield Material

0.68
0.54
0.54
0.60
0.80
0.54
0.54
0.95
0.70
0.70
1.80
1.00
1.00

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 30V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No.210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 21456 AWG NO. 80˚C 30V VW-1 --- c        AWM I A 80˚C 30V FT1 -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, Foam PE or PP insulation,
Aluminum mylar and braid shield, mPPE-PE jacket

30
30
28
28
28
28
26
26
26
26
24
24
24
24

7P
5C
4P
5C
7P
5C
4P
5C
7P
5C
4P
5C
7P
5C

7/0.10
7/0.10
7/0.127
7/0.127
7/0.127
7/0.127
19/0.10
19/0.10
19/0.10
19/0.10
19/0.127
19/0.127
7/0.20
7/0.20

381
381
239
239
239
239
150
150
150
150
94.2
94.2
94.2
94.2

Conductor 

AWGConstruction 
(Cores/Pairs) 

No./mm
/

Max. DC 

Resistance

at 20°C 

(ohm/km)

Diameter
 (mm)

Jacket 

Al-Mylar
Braiding,
Al-Mylar

6.30

6.90

7.80

7.80

9.00

9.00

12.50

Inner Outer

Shield Material

0.80
0.54
0.90
0.90
0.90
0.90
1.25
1.00
1.25
1.00
1.60
1.12
1.36
1.00

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 30V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No.210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 21455 AWG NO. 80˚C 30V VW-1 --- c        AWM I A 80˚C 30V FT1 -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, Foam PE or PP insulation,
Aluminum mylar and braid shield, mPPE-PE jacket
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

2
3
4
5
6
7
2
3
4
5
6
7
2
3
4
5
6
7
2
3
4
5
6
7
2
2

28
28
28
28
28
28
26
26
26
26
26
26
24
24
24
24
24
24
22
22
22
22
22
22
20
18

7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16
7/0.20
7/0.20
7/0.20
7/0.20
7/0.20
7/0.20
7/0.254
7/0.254
7/0.254
7/0.254
7/0.254
7/0.254
26/0.16
41/0.16

239
239
239
239
239
239
150
150
150
150
150
150
94.2
94.2
94.2
94.2
94.2
94.2
59.4
59.4
59.4
59.4
59.4
59.4
36.7
23.3

Conductor 

No.of Cores AWG No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)

0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43
0.43

1.24x2.58
1.24x3.92
1.24x5.26
1.24x6.60
1.24x7.94
1.24x9.28
1.34x2.78
1.34x4.22
1.34x5.66
1.34x7.10
1.34x8.54
1.34x10.00
1.45x3.04
1.45x4.63
1.45x6.22
1.45x7.81
1.45x9.40
1.45x11.00
1.62x3.34
1.62x5.06
1.62x6.78
1.62x8.50
1.62x10.22
1.62x11.94
1.80x3.70
2.04x4.23

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 21458 AWG NO. 80˚C 300V VW-1 --- 
c        AWM I A AWM 80˚C 300V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, 32-16 AWG, mPPE-PE insulation
 32-16 AWG 

26
26
24
24
22
22
20

3
4
5
6
7
8
3

7/0.16
7/0.16
7/0.20
7/0.20
17/0.16
17/0.16
26/0.16

3.80
4.10
4.80
5.20
5.70
6.20
5.00

150
150
94.2
94.2
59.4
59.4
36.7

Conductor 

AWGNo.of Cores No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26
0.26
0.26
0.26
0.26

1.00
1.00
1.12
1.12
1.28
1.28
1.46

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 21457 AWG NO. 80˚C VW-1 --- c        AWM I A 80˚C 300V FT1 -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, 30-16 AWG, mPPE-PE insulation,
Braid or spiral shield, mPPE-PE jacket

 30-16 AWG 
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

28
28
28
28
28
26
26
26
24

3
4
5
6
8
3
6
9
5

7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.16
7/0.16
7/0.16
7/0.20

4.00
4.30
4.60
4.90
5.20
4.30
5.20
6.00
5.30

239
239
239
239
239
150
150
150
94.2

Conductor 

AWGNo.of Cores No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.26

0.90
0.90
0.90
0.90
0.90
1.00
1.00
1.00
1.12

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 60°C

- Rated voltage : 30V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 21474 AWG NO. 60˚C 30V VW-1 --- c        AWM I/II A/B 60˚C 30V FT1 -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, PE insulation,
Aluminum mylar, braid shield, mPPE-PE jacket

26
26
24
24
22
22
20

3
4
5
6
7
8
3

7/0.16
7/0.16
7/0.20
7/0.20
17/0.16
17/0.16
26/0.16

3.80
4.10
4.80
5.20
5.70
6.20
5.00

150
150
94.2
94.2
59.4
59.4
36.7

Conductor 

AWGNo.of Cores No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26
0.26
0.26
0.26
0.26

1.00
1.00
1.12
1.12
1.28
1.28
1.46

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 600V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 21461 AWG NO. 80˚C 600V VW-1 --- c         AWM I A 80˚C 600V FT1 -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, 40AWG - 2000kcmil, mPPE-PE insulation,
Braid or spiral shield, mPPE-PE jacket

 40AWG - 2000kcmil 
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1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

3
4
5
6
7
8
9

10
11
12
3
4
5
6
7
8
9

10
11
12

28
28
28
28
28
28
28
28
28
28
26
26
26
26
26
26
26
26
26
26

7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16
7/0.16

239
239
239
239
239
239
239
239
239
239
150
150
150
150
150
150
150
150
150
150

Conductor 

No.of Cores AWG No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)

0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23
0.23

0.90x2.70
0.90x3.60
0.90x4.50
0.90x5.40
0.90x6.30
0.90x7.20
0.90x8.10
0.90x9.00
0.90x9.90
0.90x10.80
1.00x3.00
1.00x4.00
1.00x5.00
1.00x6.00
1.00x7.00
1.00x8.00
1.00x9.00
1.00x10.00
1.00x11.00
1.00x12.00

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 105°C

- Rated voltage : 300V

- Reference standard :
   UL 758 & UL1581

- Passes UL VW-1 vertical flame test 
 UL VW-1  

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, 36-14 AWG, mPPE insulation
 36-14 AWG 

E148000         AWM STYLE 21515 AWG NO. 105˚C 300V VW-1 ---
c        AWM I A/B 105˚C 300V FT1 -HF- -LF- PCXX LTK

28
28
28
28
28
26
26
26
24

3
4
5
6
8
3
6
9
5

7/0.127
7/0.127
7/0.127
7/0.127
7/0.127
7/0.16
7/0.16
7/0.16
7/0.20

3.20
3.50
3.70
4.00
4.30
3.40
4.30
5.20
4.40

239
239
239
239
239
150
150
150
94.2

Conductor 

AWGNo.of Cores No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.26
0.26

0.90
0.90
0.90
0.90
0.90
1.00
1.00
1.00
1.12

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 80°C

- Rated voltage : 30V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No. 210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1  

E148000         AWM STYLE 21476 AWG NO. 80˚C 30V VW-1 --- c        AWM I/II A/B 80˚C 30V FT1 -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, PE insulation,
Aluminum mylar shield, mPPE-PE jacket



12www.ltkcable.com

1. Only part of products are listed above.       
  

2. The above information is for reference only, and is subject to the final specification.       
  ，

28
26
24

2
2
3

7/0.127
7/0.16
7/0.20

1.80x3.70
1.90x3.90
2.10x5.40

239
150
94.2

Conductor 

AWGNo.of Cores No./mm
/

Max. DC Resistance

at 20°C 

(ohm/km)
Diameter

 (mm)

Jacket 

0.26
0.26
0.26

0.90
1.00
1.12

Thickness
 (mm)

Diameter
 (mm)

Insulation - Rated temperature : 105°C

- Rated voltage : 300V

- Reference standard :
   UL 758, UL1581 & CSA C22.2 No.210

- Passes UL VW-1 & CSA FT1 vertical flame test 
 UL VW-1  CSA FT1 

E148000         AWM STYLE 21517 AWG NO. 105˚C 300V VW-1 --- c        AWM I A 105˚C 300V FT1 -F- -HF- -LF- PCXX LTK

PRODUCT DESCRIPTION 

Stranded bare or tinned copper conductor, 36-14 AWG, mPPE insulation 
Braid or spiral shield, mPPE jacket

 36-14 AWG 
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1. Last updated on 2013-04-17      
   2013-04-17
2. Please contact with our sales representatiive for latest update.       
  繫

UL Style - Single & multiple-conductor specialty items

UL 

5291 5292 5352 5361

UL Style - Multi-conductor, thermoset insulation             UL 

4258
4259
4260
4288

4289
4290
4311
4312

4313
4314
4319
4320

4338
4359
4384
4398

4399
4400
4401
4407

4417
4435
4436
4465

4468
4469
4470
4471

4478
4486
4579

UL Style - Single-conductor, thermoset insulation             UL 

3122
3135
3137
3167
3173
3182
3194
3195
3196
3199
3236
3239

3247
3248
3249
3250
3265
3266
3271
3272
3273
3275
3281
3282

3286
3287
3288
3289
3290
3295
3296
3297
3298
3299
3300
3302

3310
3312
3314
3315
3317
3320
3321
3331
3336
3338
3343
3344

3345
3346
3347
3348
3351
3352
3358
3363
3364
3366
3368
3373

3375
3376
3377
3378
3379
3381
3382
3383
3384
3385
3386
3387

3393
3397
3398
3399
3401
3402
3406
3409
3413
3415
3416
3417

3423
3424
3432
3433
3435
3436
3437
3438
3439
3440
3443
3446

3447
3448
3452
3453
3454
3456
3458
3459
3463
3464
3469
3470

3473
3475
3480
3481
3485
3486
3491
3492
3493
3495
3496
3500

3502
3505
3506
3511
3558
3564
3565
3567
3569
3578
3581
3592

3593
3594
3596
3597
3598
3599
3607
3610
3611
3612
3613
3619

3623
3626
3631
3633
3635
3649
3652
3656
3657
3666
3674
3681

3687
3688
3817
3885

UL Style - Multiple-conductor, thermoplastic insulation             UL 

2092
2093
2094
2095
2096
2097
2101
2102
2103
2151
2180
2192
2305
2343
2344
2366
2405
2428
2444
2448
2461
2462
2464

2468
2473
2474
2481
2482
2483
2493
2497
2500
2501
2509
2514
2517
2522
2547
2551
2552
2554
2562
2569
2570
2574
2576

2586
2587
2589
2590
2598
2611
2612
2614
2651
2661
2662
2668
2679
2717
2725
2733
2734
2740
2789
2791
2833
2835
2844

2851
2854
2877
2907
2918
2919
2935
2950
2956
2957
2960
2969
2975
2990
2992
2996
20002
20007
20008
20009
20010
20011
20021

20022
20034
20058
20066
20095
20097
20099
20120
20153
20170
20195
20197
20201
20233
20234
20235
20236
20251
20253
20254
20276
20278
20279

20280
20292
20317
20350
20351
20352
20353
20379
20382
20407
20410
20411
20446
20460
20468
20475
20517
20519
20524
20541
20549
20554
20567

20604
20620
20640
20644
20694
20698
20711
20721
20722
20723
20733
20744
20745
20749
20778
20850
20851
20854
20855
20866
20868
20911
20912

20921
20936
20939
20940
20948
20954
20957
20970
20989
21016
21025
21026
21027
21028
21036
21047
21064
21069
21073
21074
21080
21088
21089

21099
21100
21101
21115
21116
21117
21118
21119
21120
21126
21130
21137
21139
21140
21141
21142
21143
21145
21149
21153
21154
21161
21165

21179
21198
21223
21253
21283
21301
21303
21304
21305
21306
21307
21308
21309
21310
21311
21313
21314
21315
21316
21317
21318
21319
21320

21322
21323
21324
21325
21326
21327
21328
21329
21330
21338
21398
21399
21400
21401
21402
21403
21404
21405
21406
21407
21408
21409
21410

21411
21412
21413
21414
21415
21416
21451
21452
21453
21454
21455
21456
21457
21458
21460
21461
21462
21468
21469
21472
21473
21474
21475

21476
21492
21503
21504
21505
21506
21507
21508
21509
21510
21511
21512
21515
21516
21517
21518
21520
21570
21571
21631
21632
21633
21634

21688
21689
21690
21691
21692
21693
21776

UL Style - Single-conductor, thermoplastic insulation             UL 

1006
1007
1015
1019
1028
1032
1056
1061
1067
1071
1095
1097
1102
1107
1109
1110
1112
1113
1120
1150
1176
1185
1195
1208
1230
1232
1275
1283
1284
1316

1317
1330
1331
1332
1333
1354
1365
1375
1429
1430
1431
1452
1453
1472
1478
1486
1489
1490
1494
1497
1499
1500
1503
1504
1505
1508
1516
1517
1523
1533

1534
1536
1547
1551
1552
1553
1554
1568
1569
1571
1572
1577
1581
1583
1585
1586
1589
1596
1597
1598
1610
1617
1618
1624
1631
1635
1637
1638
1640
1641

1642
1643
1645
1646
1647
1649
1651
1670
1672
1674
1680
1681
1685
1691
1697
1703
1706
1719
1720
1723
1728
1730
1731
1732
1736
1741
1759
1761
1762
1763

1766
1769
1770
1774
1777
1778
1782
1783
1787
1789
1792
1800
1801
1804
1805
1809
1818
1825
1827
1828
1829
1830
1833
1835
1839
1848
1849
1862
1863
1864

1865
1866
1870
1871
1874
1886
1895
1900
1901
1905
1921
1923
1926
1942
1949
1966
1973
1978
1984
1987
1988
1989
1990
1992
1999
10002
10005
10012
10014
10023

10027
10038
10040
10041
10043
10050
10053
10057
10059
10063
10064
10067
10072
10076
10086
10090
10097
10098
10099
10100
10101
10109
10113
10125
10126
10131
10137
10138
10150
10168

10183
10192
10198
10204
10210
10211
10212
10221
10226
10231
10234
10235
10236
10237
10239
10248
10267
10272
10273
10275
10277
10278
10279
10283
10286
10290
10298
10302
10306
10308

10309
10310
10311
10312
10313
10314
10316
10325
10328
10331
10333
10337
10368
10369
10388
10412
10426
10444
10446
10448
10450
10453
10454
10456
10461
10464
10468
10482
10483
10492

10493
10495
10496
10498
10499
10501
10504
10515
10525
10533
10545
10551
10553
10554
10587
10602
10603
10668
10669
10794
10795
10796
10797
10798
10799
10800
10801
10802
10803
10804

10805
10838
10839
10840
10841
10842
10843
10844
10845
10846
10847
10848
10849
10850
10851
10852
10853
10854
10855
10856
10857
10858
10918
10936
10937
10938
10939
10940
10941
10942

10943
10944
10945
10946
10947
10948
10949
10950
10951
10952
10953
10958
10981
10982
10983
10984
10985
10986
10987
10992
10993
11004
11005
11006
11007
11025
11026
11027
11028
11029

11030
11035
11041
11042
11043
11044
11045
11046
11047
11048
11059
11060
11080
11081
11082
11083
11084
11085
11130
11211
11212
11213
11214
11215
11216
11217
11254
11255

A p p e n d i x
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